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The following sample(s) was/were submitted and identified by/on behalf of the client as:

Sample Description : WATER BOTTLE

Sample Material : PC

Sample Receiving Date : 2010/10/13

Testing Period : 2010/10/13 TO 2010/10/22
Test Result(s) : Please refer to next page(s).
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Test Result(s)

PART NAME No.1

TRANSPARENT PLASTIC BOTTLE BODY

No. : CY/2010/A0863 Date : 2010/10/22 Page : 2 of 3

PASS
Test Item (s): Unit Method MDL Rr:z‘fllt Limit
Bisphenol A-DI water pg/mL  |With reference to EN 14350-2:2004 0.02 n.d. 0.03

Clause 4.8. Analysis was performed by
HPLC/DAD/MS.

Note :

1. mg/kg = ppm : 0.1wt% = 1000ppm ; pg/ml = ppm .

2. n.d. = Not Detected
3. MDL = Method Detection Limit
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** End of Report **
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